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ANALYSIS / TEST REPORT 
   

 

Customer Name / Address  : MEC ENERJİ MADENCİLİK İNŞ. SAN. VE TİC. LTD. ŞTİ. 

     Cinnah Cad. No:76/2 Çankaya / ANKARA 
 

Project Code    : 2011-20 
 

No. of Receipt of Sample / Date : 11-H-5426 / 03.11.2011 
 

Date of Analysis / Test  : 10.11.2011 – 24.11.2011 
 

Identity and Type of Sample : Zeolite 
 

Number of Pages of the Report : 1 
 

Remarks    : Porosity test was carried out in accordance with the Standard of  

     “TS 699 January 1987 Natural Building Stones – Inspection and  

     Test Methods”. 

 

 

Analysis / Test Results (%) 

 

 

Technology of Sample, Its Mark 

and Number 

 

Porosity (%) 

 
11-H-5426, “Zeolite” 

 

33% 
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